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1. Seope:
This specification deseribes Semicured Corsmice Sheet (SCQ-H) (hereafie
abbreviated as theet) treated with Epoxy Resin to be used for layer insulation
of eleetrical machine.

2 Classification Dimension and Tolerance:

Classification, dimension and tolerance of thi. Lape are given in table - 1,

' Table - 1
' Description | Nominal ‘ Nominal | Nominul Foderance
‘ | thickness | width i length (m) Thickness | Width | ength
i | (rerem) (mm) [ ) l (s ) (I
, i S VR B
CSCQ-H: (.15 (456 | (i) 36 AR b1 Muore
ilLfS\auwi}‘ G410 | (i 27 - 0.00 0 than
| s sl

i . | et
NOTE:

N on-standard length iy be supplied maximum (0% o8 (otal vedered ¢t s dane 1
weagth should not be less thae 15 m.

3. Quaiity:

Quality of this sheet is siven in table - 2,

4. Shelf-fife:
Shelf-life of this sheet is 12 months after mip. duie when ke below 2584

5.0 b est asethods:
5.1, Res L ontent;

One sarple of base paper of size: 156 rean & LS50 w8 cat and wiceod e

halance. Simitarly, sample of fiajshed product of same sties T3 mae v 56 i i
faken wod weighed., M W1 is the weight of base paper & W2 in the w eiplyi
o i

fimished prodact. Resin contond (Vo) = W~ - W'« tin

the same procedure is vepeated for hree tiaes od avoree valee is cona e,

for resin content but ne individual value Showid bo less o ehe specilieg.
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Anuther copper strip |
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Adhesive:

Two copper strip of size: 125 X 20 x 1.6 mm are taken and one sample ol
finished Semicured Ceramie Sheet of size 10 x 10 mm are pasted without any
external adhesive. 25 mm strip with sheet are under oy erlap and kept for 5
minutes at 220°C and pressure of 30 ke/ cnv” over overlapping portion. Now.
the sample with copper strip is taken out and tensile strength is measured. This
process is measured two times and average value is considered as obser vd
value bat no individual value should be less than specified
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