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‘ SHEET %0.3 OF 5
- Scope:
E This specification deseribes Semicured Ceramic Sheet (SCQ-t) (hereaftes
g‘ abbreviated as sheet) treated with rpoxy Resin to be used for layer insulation
; of eleetrical machine.
1
; |2 Classification Dimension and Tolerance:
} { Classification, dimension and tolerance of thi. tape are given in table - 1,
| | Table -1
' Description | Nominal Nominal ' Nominal Folerance
! | | | thickness width [ length (m) Thickness | Width | eugtin
: ! ' ' (mm) (mm) {isrin) (mn) (1)
| | | L (a) i (b)
{ ‘ - SCQ-H: | 0.15 (1450 L (1) 36 “0.03 13 More
1 | 015xaxD | (i)410 | (i) 27 -0.00 0 than
| : | ol al
‘l j : , gt
- NOTE:
Non-standard length ruay be supplied maximum 69 of ot edered Gte. boee
wwagth should not be less thar: 15 m.
j 3. Quaiity:
: Quality of this sheet is given in table - 2,
‘ l
! 4. Shelf-tife:
‘ Shelf-life of this sheet is 12 months after mig. duic when kept below 25
|
. S Lest wethods:
| 5.0 Resia Con'ent:
. | One sample of base paper of size: 156 nun « 150 ivm is cut and woisiod o
? ' balance. Simitarly, sample of finished product of same sioes 1560 w4 L5 I
| faken wad weighed. I W1 is the weight of base paper & W2 in the w Caplai o
j fimished product. Resin content (%) = W Vot
; | W
the same procedure is vepeated for (hree Gy did avernge valu s consides,
{ " for resin cunteat but ne individual value showid Lo fess thna the specilivd.
l i J " SPECIVICATION FOR CFh: T ARAMIAN
| O SEMICURED CERAMIC | LOUUMOTIVE WORKS,

! } SMECT (SCO)-H) | WEST BENGAL, INDA
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Adhesive:

/46/4

SHEET NO.4 OF 5

X 20 x 1.6 mm arc take

noand one sample of

finished Semicured Ceramic

' 4 Two copper strip of size: 125

Sheet of size

| external adhesive.

25 mm strip with shee

10 x 10 mm are pasted without any
Lare under overlap and kept for 5

minutes at 220°C and pre

ssure of 30 kg/ em

over overlapping portion. Now.

the sample with copper strip is taken out

and tensile strength is measured. This

process is measured two times
value but no individual value sho

and average value is considered

as observed

uld be less than specified.

“ 1 L.__.,?.O
T

125

One copper strip

125

CAnather copper strip |

Overkipping portiva o e waneured

Ceramic sheet of size 10

L} & 544
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: Table -2
; + No. ' liem Unit Quahity | Test iemarks
j i ‘ procedure
61 | Weight afm i 151060
’ ‘ . 25 Pt.l

02 Resin

o 259 Clause 5.1 |
i

[ t | content ; 1 j | (+5,-3)
! 03 ; Breakdown ' Before | Average | kV > 1.0 | Clause 12
' | ! voltage Ceuring | Minimum | kY > 0.8 af
’ ‘ {al one ‘ I 2100
sheet) | | N Note {‘uring
| Adter | Averag Ky > 6.0 N3 conditor
| ceuring | Minimum | KV > 6.0 C,
| : | {al two | o e
k ’ i : sheefs) ] | ' minutes
(00 Tensile | Before curing CKe/iS > 28 D Clause 12 Curing
3 ‘ streagth mm ol JISE conditi .
\iter curing STTH B > 4.0 | 2116. Same
{ TR item 3
05 Adhwesive strengih with copper K/ > 35, a4l N e L Ad ring
» plate ent’ 270-¢ ciaase 5.2 conditi
| ! 4
$ |
: e
Phe vover of differcnt sives should ne of difior nt o . } ' : J
e N0 & YL ACK™ for iiem No.2
. bhe eag'h of thie spool s moade 464 man for sieim NoL b g 74 &
e Nouii;
Y The BDV measurement shoudd be taken on oy desi 10 dilfere ot g0
roatine as well as protetype test in lengthwise wnd widthwise diceeau
clawse Nao. i3 of JISC 21 6.

'3
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