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a) Marking: Each Container should have the following details:

i) Name of Material.

Ii) Source of Manufacturer

iii) Volume of Material.

iv) Month & Year of Manufacturer with Batch Number

v)  Date of Expiry

vi) Colour/Shade

vii) BHEL PO : 


Visual 100 % IR/TC 2 1

b)  Drying Time Test Sample TC 2 1

c)  Consistency Test Sample TC 2 1

d) Gloss at 60 Degree Test Sample TC 2 1

e) Impact Resistance Test Test Sample TC 2 1

f) Scratch Hardness Test Sample TC 2 1

g) Transformer to Transformer Oil Test Sample TC 2 1

h) Resistance to Humidity Test Sample TC 2 1

i) Water Content Test Sample TC 2 1

j) Keeping properties--Not less than 12 months after date of manufacture which 

shall be subsequent to date of placing order or PO whichever is more

Test Sample TC 2 1

ABBREVIATIONS: INSPECTION AGENCY IR- INSPECTION REPORT

P- PERFORMED BY 1 -BHEL/BHEL NOMINATED INSPECTION AGENCY TC-TEST CERTIFICATE

R- REVIEWED BY 2-PERFORMER/MANUFACTURER.

W- WITNESSED BY 

RAVINDRA KUMAR

BHEL

COMPONENT

AA56132/

IS 14947/ PO




CFP , Rudrapur/ (सी॰एफ॰  पी॰) रुद्रपुर

   S.No    

( कर्म 
संख्या )

ENAMEL PAINT1.

QUALITY ASSURANCE PLAN(QAP)

ENAMEL PAINT

QAP No:  Q&BE/QAP/ENAMELPAINT/00

DATED: 12.01.2021

CUSTOMER: CFP RUDRAPUR

PROJECT: VARIOUS
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