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SL.No. [COMPONENT CHARACTERISTICS z METHOD OF EXTENT OF REFERENCE ACCEPTANCE é 8 AGENCY REMARKS(If-any)
§ CHECK CHECK DOCUMENT NORMS £S5 P W R
£ 3
3 -
2
1.0 Capzer . a) Visual Major Physical 100 % AA12010 AA 120 10 IR 3 21 * Marked Test ,10% samples
Braided Flexibles 1] it d b
b) Dimensions Major Measurement o TDS/BHEL Dwg, | TDS/BHEL Dwg. ) 3 | 21 ;’:EL;’:R“;'S;’:E 4!
¢) Silver Plating/Tinning (as Major Measurement 1 Sample/Lot BHEL Dwg. BHEL Dwg. IR 3 2/1
applicable) — - ; i "
d) Weight of flexible Major Measuremeant 10 Samples/Lot BHEL Dwg. BHEL Dwg. IR 3 2/1
&) Chemical Composition Major TEST 1 Sample/Lot 15:191/ 18: 191/ TC 3/4 /1
15 440/TDS 1S 440/7DS
f) Mechanical Properties Major TEST 1 Sample/Lot 15°1608/T0DS/ 1S 1608/70DS/ ¢ 3/4 21
AA 12014 AA 12014
g) Electrical Conductivity Major Electrical 1 Sample/Lot AA 12010/ AA 12010/ TC 3/4 2/1
15613 15613
ABBREVIATIONS:
R=REVIEWED BY DWG= DRAWING 4= EXTERNAL NABL LAB..
P=PERFORMED BY TC= TEST CERTIFICATE 3= MANUFACTURER
W= WITNESSED BY IR= INSPECTION REPORT 2=BHEL TPI.
“ TDS =Technical Datasheet 1=BHEL
PREPARED BY CHECKED BY
sffes BFIR RAVINDRA KUMAR it BUDHIRAJA
Sr. Engineer (Quality) afu, wbhwem gmay  SrEnginees (Quatity)
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