
CFFP BHEL HARIDWAR 
TECHNICAL SPECIFICATION OF METALLIC MANGANESE LUMPS 

Sl No. Material Code Item Description SIZE Quantity 

1 FF1130000052 METALLIC MANGANESE 
LUMPS 
MN: 95% MIN, 
C: 0.1% MAX, 
SI:1% MAX,  
S: 0.05% MAX,  
P: 0.05%MAX, 
FE: 2.5% MAX 
 

10-50MM  
Size Tolerance: +/- 
10% BY WEIGHT 
EACH FOR 
OVERSIZED AND 
UNDERSIZED 
MATERIAL. 
 

20,000 KG 
 
Permissible quantity 
variation: +/-5% 

Special Instruction 
1. Final inspection at CFFP BHEL 
2. Original Manufacturer’s Test Certificate required. 
3. Third party inspection (before despatch) from one of the following six inspection agencies i.e. LRIS/ BVIS (WINGS 

OF BUREA-VERITAS) / DNV/TUV(SUD) /ALFRED H KNIGHT/ SGS shall be arranged by seller at their cost. Third party 
inspection report should include test results as per requirement of tender enquiry specification. Scope of third 
party inspection is enclosed. Report of third party inspection shall be submitted along-with dispatch documents. 
Acceptance of material shall be after final inspection at CFFP BHEL Haridwar as per tender enquiry / PO 
specification and shall be binding on seller. Material not found in conformance with applicable specification & 
purchase order conditions will be rejected. 

4. Guarantee certificate for period of 12 months from date of supply of material is required against any 
manufacturing defects wrt CFFP specification. 

 


