
MATERIAL 
CODE 

ITEM DESCRIPTION PLATE THICKNESS SIZE QUANTITY 

FF1278000011 NICKEL 

(PURITY:99% MIN., COBALT:0.5% MAX) 

AS PER IS 2782:1964 (PRIMARY 

NICKEL GRADE-2) 

 

TESTING SAMPLE AS PER CLAUSE 6 OF 

IS 2782. 

 

MATERIAL SHALL CONFORM TO ABOVE 

CHEMICAL COMPOSITION WHEN IT IS 

ANALYSED IN ACCORDANCE WITH 

IS:2766 PART-1. 

 

3 TO 8 MM 1 METER X 1 METER 

SQUARE PLATE 
10000 KG 

 

Special Instructions: 

 

1. GUARANTEE CERTIFICATE REQUIRED. 
2. ORIGINAL MANUFACTURER’S TEST CERTIFICATE REQUIRED. 
3. THIRD PARTY INSPECTION REQUIRED. THIRD PARTY INSPECTION (BEFORE DISPATCH) FROM ONE OF THE FOLLOWING 

SIX INSPECTION AGENCIES I.E. LRIS/ BVIS (WINGS OF BUREA-VERITAS) / DNV/ TUV(SUD) /ALFRED H KNIGHT/ 

SGS SHALL BE ARRANGED BY SELLER AT THEIR COST. REPORT OF THIRD PARTY INSPECTION SHALL BE SUBMITTED 

ALONG-WITH DISPATCH DOCUMENTS 

4. FINAL INSPECTION AT CFFP BHEL HARIDWAR 
5. VENDOR HAS TO SUPPLY THE MATERIAL IN PROPERLY PACKED CONDITION WITH PROPER MARKING TO AVOID ANY 

LOSS/DAMAGE/TAMPERING DURING TRANSIT 

6. PACKING OF MATERIAL SHOULD BE SUCH THAT THESE NICKLE PLATES CAN BE LIFTED AND HANDLED WITH THE HELP 

OF CHAIN/SLINGS OF EOT CRANE. 


