




Quality Plan for SS Central Bar, Top/Bottom Plate 
QP:RM:GHAVP:02 Rev01 

Suppl Item : SS Central Bar and Top& QP No.: To be filled by Supplier Project: GHAVP 1& 2 
Supplier's Name and Address Bottom Plate (DIN EN 10028-7, Rev.No.: To be filled by Supplier W.O : D157 to D160-001-1-93-171ier's 

1.4550) Date: To be filled by Supplier P.O No: To be filled LOGO 
Sub-system: Steam Generator Page No:3 of 5 

Tensile Strength, Destructive 
1 / Heat PC-M-961 Rev 01 

Yield Strength Test 
Treatme MSTP: To be submitted TC " p w w --2.12 Tensile at RT 

(0.2% offset), 
% Elongation 

nt Batch EN10028-7 , EN ISO 6892-1 

Tensile Strength, Destructive 
1 / Heat 

Tensile at 350° C 
Yield Strength Test 

Treatme TC " p w w --2.13 
(0.2% offset) 

nt Batch 

PC-M-961 Rev 01 
MSTP: To be submitted 
EN10028-7, EN ISO 6892-2 

Corrosion Test (in 
Inter Granular 

1 / Heat PC-M-961 Rev 01 
With out 

2.14 solution annealed IGC Test Treatme ASTM A 262 Practice-E TC " p w w 
sensitization 

condition) 
Corrosion 

nt Batch MSTP: To be submitted 

Inter Granular 
1 / Heat PC-M-961 Rev 01 

Sensitization-650° x 
2.15 

Corrosion Test (after 
IGC Test Treatme ASTM A 262 Practice-E TC " p w w 

30 Minutes sensitization) Corrosion 
nt Batch MSTP: To be submitted 

PC-M-961 Rev 01 
Micro test, 1 / Heat ASTM E112 

2.16 
Micrograph & grain Micro structure, 

Grain size Treatme MSTP: To be submitted TC " p w R ---

size Grain Size 
check nt Batch Grain Size to be reported 

EN10028-7 

Brinell / 
1 / Heat 

Hardness 
Rockwell 

Treatme 
PC-M-961 Rev 01 

TC. " p w w ---2.17 Hardness 
Hardness Value to be reported. 

nt Batch 

3.0 Final Inspection 

Free from visual Verification and 
100% PC-M-961 Rev 01 TC ...J p w R ---3.1 Visual Inspection 

defects Visual 

LEGEND: * RECORDS, INDENTIFIED WITH "TICK" ( ../ ) SHALL 
BE ESSENTIALLY INCLUDED BY SUPPLIER IN QA DOCUMENTATION. 
** M: SUPPLIER B: BHEL, N: NPCIL/TPI 
P: PERFORM R: REVIEW W: WITNESS AND H:HOLD 
TC:TEST CERTIFICATE RD:RECORD 

Prepared Reviewed & Approved Reviewed & Approved Reviewed & Approved 

SUPPLIER'S NAME: To be filled BHEL NPCIL 
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